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M RIGEE S Y ¥ FRE T 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
i% R B 7 (Sample Submitted By) : s AL B RN TP (FORMOSA CHEMICALS & FIBRE CORPORATION)

1k &% % #-(Sample Description) :  POLYCARBONATE (s & fin #1475 )
¥ &4 5.(Style/Item No. ) : TAIRILITE AC29XX

Jzi* p # (Sample Receiving Date) . 2020/02/25

B2 7 (Testing Period) : 2020/02/25 to 2020/03/03

B3 g F(Test Requested) :
(1) #3% % = 452> %% RollS 2011/65/EU Annex 112 # 25745 4 (EU) 2015/863iR13#4F ~ &~ & ~ = §idd ~ F B F ~ J iM%
g, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP contents
in the submitted sample(s).)

(2) BIHFE =T &FdE-4 ~ & ~ %> @ R%#. (As specified by client, to test Halogen-Fluorine, Chlorine,
Bromine, lodine contents in the submitted sample(s).)

B % % (Test Results) : # 4B T - % (Please refer to following pages).
2% (Conclusion)

(1) B4 E 2 oot 5 B4R~ 40~ &~ ~ g~ 503 F ~ 5 8m %/, DBP, BBP, DEHP, DIBP#plz& % % # & RollS
2011/65/EU Annex IT¥H 33745 4 (EU) 2015/8632 L & 4. (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as
set by RolS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU.)

PIN CODE: F50D909A
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P38 % % (Test Results)

B2 3% = (PART NAME)No. 1 D #HP ¥ (TRANSPARENT PLASTIC PELLETS)
R B 'Y R R .
Al L BRI RE
(Test Items) (Unit) (Method) MDL (R;SUit) (Limit)
o.
4% / Cadmium (Cd) mg/kg %+ IEC 62321-5 (2013) > MR fim & 2 n.d. 100
RE SR R R/ With
4> / Lead (Pb) mg/kg |reference to IEC 62321-5 (2013) and 2 n.d. 1000
performed by ICP-OES.
& / Mercury (Hg) mg/kg | %% IEC 62321-4:2013+ AMD1:2017 » 2 n. d. 1000

B8 & TR sk kiRl / With
reference to 1EC 62321-4:2013+
AMD1:2017 and performed by ICP-OES.

+ % 4% / Hexavalent Chromium Cr(VI) mg/kg | %% IEC 62321-7-2 (2017) » ~2UV-VIS 8 n. d. 1000
##l. / With reference to IEC
62321-7-2 (2017) and performed by

UV-VIS.

%59 %¥ %4 / Sum of PBBs mg/kg - n. d. 1000
- %% % / Monobromobiphenyl mg/kg 5 n. d. -
= %% % / Dibromobiphenyl mg/kg 5 n. d. -
Z %% % / Tribromobiphenyl mg/kg 5 n. d. -
= ;5.5% % / Tetrabromobiphenyl mg/kg 4% IEC 62321-6 (2015), 44 4p % 47/ 5 n.d. -
T 7w % / Pentabromobiphenyl ok B &k el / With reference to IEC s 0 d -
— : 858 169391-6 (2015) and performed by =

+ %% ¥ / Hexabromobiphenyl mg/kg GC/NS 5 n. d. -
= %% % / Heptabromobipheny!l mg/kg ' 5 n. d. -
A 55 ¥ / Octabromobiphenyl mg/kg 5 n. d. -
1 4% / Nonabromobipheny!l mg/kg 5 n. d. -
- /%5 % / Decabromobiphenyl mg/kg 5 n. d. -
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2%
BI3RIE P ¥ B R i e ig
(Test Items) (Unit) (Method) MDL (R;(s)uit) (Limit)

% 5.9 ¥ @44 / Sum of PBDEs mg/kg - n. d. 1000
- 5.7 ¥ @ / Monobromodiphenyl ether mg/kg 5) n. d. -
= 4.5 ¥ B / Dibromodiphenyl ether mg/kg 5 n. d. -
= 4m ¥ p / Tribromodiphenyl ether mg/kg 5 n. d. -
= 4.5 ¥ M/ Tetrabromodiphenyl ether mg/kg ’;Q% IEC ?232176. (2015), *4 5 4p K 47/ 5 n. d. -
7 4.5 F B / Pentabromodiphenyl ether mg/kg ¥ &kl / With reference to IEC b n. d. -
—— , 62321-6 (2015) and performed by
> 5.9 § ¢/ Hexabromodiphenyl ether mg/kg GC/NS. b n. d. -
= %7 ¥ p / Heptabromodiphenyl ether mg/kg 5 n. d. -
~ %9 ¥ it/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 %8 ¥ ¢/ Nonabromodiphenyl ether mg/kg 5) n. d. -
-+ 8.7 ¥ @/ Decabromodiphenyl ether mg/kg 5) n. d. -
¥ - 9 pe- (2-v g B)f; / DEHP mg/kg 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7) )
WF- 9@ %° s / BBP (Butyl ng/kg | o 1EC 628218 (2017), 14 47K 47/, nd. 1000
Benzyl phthalate) (CAS No.: 85-68-T) Fe¥higpl. / With reference to IEC
BE- " fa o fia / DBP (Dibutyl na/kg | oo 8 (2D, alysis vas 50 nd | 1000
phthalate) (CAS No.: 84-7T4-2) perToTed By B
BF- " pec B fig / DIBP (Di-isobutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-69-5)
#% / Halogen
#% (4 ) / Halogen-Fluorine (F) (CAS| mg/kg 50 n.d. -
No. : 14762-94-8)
#% (&) / Halogen-Chlorine (Cl) mg/kg | %+ BS EN 14582 (2016) » 123+ & 47 50 n. d. -
(CAS No. : 22537-15-1) x4 +7. / With reference to BS EN
#1% (%) / Halogen-Bromine (Br) (CAS | mg/kg [14582 (2016). Analysis was 50 n.d. -
No. : 10097-32-2) performed by IC.
#% (%) / Halogen-lodine (I) (CAS mg/kg 50 n.d. -
No. : 14362-44-8)
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# 3z (Note) :

1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. MDL = Method Detection Limit (= i i Bl4&*LiE
3. n.d. = Not Detected (& # )

4. "-" = Not Regulated (& #{& &
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5.5 (No. ) : CE/2020/26237 p #F (Date) : 2020/03/03

£ £ %~ 8 / Analytical flow chart of Heavy Metal

R T AR 2 G e R 2R (2 RERRIES 2 i 7H)

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )
B plzE A Rt 2% [ Technician : Rita Chen
B Rl f F 4 1 %kfc® [ Supervisor: Troy Chang

| T4~ 4 # 4 5 / Cutting ~ Preparation |
v

| Ptk &£ £ / Sample Measurement |
I

v v

E60CiF R Tz it

¥~k & | Separating

| * 4 Cr(Vl)
4 Pb/# Cd/% Hg ¥ v
v | # £ &, / Non-metal | | £ % / Metal |
" L PRI AR S R ,
Acid digestion with microwave / hotplate ABS /PC/PVC | # & # /Others *
7 v v #-k 55  Boiling
A5 R E/ % 150~160°C ™ i} water extraction
&k / Filtration Dissolving by it / Digesting at
' ultrasonication 150~160°C +
| v v 4t iR

Cool, filter digestate

i i« / Digesting at to get aqueous )
7% | Solution 7 7% | Residue 60°C by phase through filter
ultrasonication +
+ I v | po A Agd [
se n 34 R|EE
Jox g ok i i .
1) dp ez [ Alkali fu§|on 4% pH/ pH adjustment | Add diphenyl-
2) @p@ki3 2 / HCl to dissolve carbazide for color
v development
se % 4 A& 4 [ Add diphenyl- *
carbazide for color development
A4 ¥ 2 UV-VIS » & itk

&% % & 540 nm
s f & [ Measure
the absorbance at
540 nm by UV-VIS

2 L B Ak ok 2 (% - )
B 14 & T4 163k [ ICP-OES L UVAVIS o £ 315 53 i 2540 nm <
|t & | Measure the absorbance at
540 nm by UV-VIS
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%49 ¥/ 5 47 ¥ #5242 8 / Analytical flow chart - PBB/PBDE

B pliE 4 B ot z%F [ Technician: Yaling Tu
B R 4 1 %k [ Supervisor: Troy Chang

A7 =% B3¢ 425 / First testing process ———
E#EHkAA [ Optional screen process smmamum:
FEARA [ Confirmation process = « = «p

| Sample / # & |
v
| Sample pretreatment / % & i J2 |

llllllllllllllllllllllllllllllllllllllllll'l
v

Sample extraction & 3 B~/
Soxhlet method % ;% %75~ ;%

1
v

Screen analysis / #» & 4 47

Concentrate/Dilute Extracted solution
Fin kIR
T

| Filter / s*;ﬁxifi &k |

1
v

| GCIMS | 4p ks 7 T4 |
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¥ %% 4 72428 | Analytical flow chart - Phthalate

B plFE AR %% [ Technician: Yaling Tu
B R 4 0@ [ Supervisor : Troy Chang

[ipl:+ i2 [Test method: IEC 62321-8])

s 2/ A R/
Sample pretreatment/separation

!

#rt THE v & vkvn 3 f2 355 [
Sample dissolved/extracted by THF

'

A/
Dilute Extracted solution

}

FAEFETHF RS/
Analysis was performed by GC/MS
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#)% 4 17~ 428 / Analytical flow chart - Halogen

B : M2 /Technician: Rita Chen
B pE{ § 4 %@ [ Supervisor: Troy Chang

R Tl LU |
Sample pretreatment/separation

v

e B S A
Weighting and putting sample in cell

v

R [ T
Oxygen Bomb Combustion / Absorption

v

e FREL T
Dilution to fixed volume

A AT R A4
Analysis was performed by IC
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X BEY 4o BFEHET 0 MEAAF SR ERBZFE/I0E X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2k (End of Report) **
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